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PT QUADRAPLAST

TEST REPORT

LAB LOCATION: INDONESIA

JL. GELORA NO. 16 LAB NUMBER: (7107) 311-0084
KEL. PAJANG - KEC. BENDA
JURUMUDI, TANGERANG 15126
ATTN: ANTONIUS DATE IN: APRIL 30, 2007
CC: / MOD. LOG IN: /
DATE OUT: NOVEMBER 07, 2007
REVISED DATE: /
WORKING DAYS: 131
PAGE: PAGE 2 OF 4
OVERALL RATING
PASS X
FAIL
DATA
TESTING FOR

RESISTANCE TO WEATHERING TEST, COLORFASTNESS TO LIGHT
TENSILE STRENGTH AND ELONGATION TEST

Sample Description: | Synthetic Rattan

Manufacturer: PT. Quadraplast P.O. No.: |/

Buyer: / Style: |/

Country of Origin: Indonesia Country of Destination: |/

Color: Translucent White SKU Number: |/

Re-test: Yes:| |  No:[X] Charge Vendor: | Yes: | X [ No: |
Previous Report No.: | /
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EXECUTIVE SUMMARY:

This report only cover the Resistance to Weathering Test, Colorfastness to Light 3000 hours AFU, Tensile
Strength and Elongation test as per vendor request.

Evaluation Method Results Requirement | Rating |
Colorfastness to | AATCC 16 — Test conducted for 3000 hours: Class 3.0 PASS
Light 3000 hours AFU Color change: Class 4.5
Resistance to CPAI 84 4.2.2.3 (Mod.) Color change: Class 3.5 Class 3.0 PASS
Weathering Basic 12 hour cycle:

5 minutes water spray

7 hr 55 min UVA 340 lamp, 60
°C

5 minutes water spray

3 hr 55 min condensation, 50
°C

Test sample for Level 3 — 144
hours (12 full 12-hour cycles as

above)
Tensile Test Standard Measure 201.8 Ibs - -
Elongation Test Standard Measure 390.5% - -

Note:

Class 5: No color change

Class 4: Slight color change

Class 3: Noticeable color change
Class 2: Considerable color change
Class 1: Excessive color change

REMARKS:

The requirement for Colorfastness to Light Test and Resistance to Weathering Test was submit by vendor.
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BUREAU VERITAS CONSUMER PRODUCTS SERVICES
NDONESIA BRANCH

Hardline Managef™

Remarks: BVCPS Indonesia contact information for this report are:
1. Josephine 021-56963531/2 email: josephine.indriati@id.bureauveritas.com

2. Jopy 021-56963531/2 email: ignatius.jopy@id.bureauveritas.com
3. Taufiq 021-56963531/2 email: taufig.urakhman@id.bureauveritas.com

T THiS REPORT 1S GOVERNED BY, AND INCORPORATES BY REFERENCE, THE CONDITIONS OF TESTING AS POSTED AT THE DATE OF [SSUANCE OF THIS REFORT AT [T TE Vi M1 LAC TS GOM AND 15 NTENDED FOR YOUR EXCLUSE —
USE. ANY COPYING OR REPLICATION OF THIS REPORT TO OR FUR ANY OTHER PERSON OR ENTITY. OR USE OF OUR NAME OR TRADEMARK. 1S PERMITTED ONLY WITH OUR PRIOR WRITTEN PERMISSION. THIS REPORT SETS FORTH DUR
FINDINGS SOLELY WITH RESPECT TO THE TEST SAMPLES IDENTIFIED HEREIN. THE RESULTS SET FORTH IN THIS REPORT ARE NOT INDICATIVE OR REPRESENTATIVE OF THE QUALITY OR CHARACTERISTICS OF THE LOT FROM WHICH A
TEST SAMPLE WAS TAKEN OR ANY SIMILAR OR IDENTICAL PRODUCT UNLESS SPECIFICALLY AND EXPRESSLY NOTED. OUR REPORT INCLUDES ALL OF THE TESTS REQUESTED BY YOU AND THE RESULTS THEREOF BASED UPON THE
INFORMATION THAT YOU PROVIDED TO US. YOU MAVE 60 DAYS FROM THE DATE OF ISSUANCE OF THIS REPORT TO NOTIFY US OF ANY MATERIAL ERROR OR OMISSION CAUSED BY OUR NEGLIGENCE: PROVIDED, HOWEVER, THAT SUCH
NOTICE SHALL BE IN WRITING AND SHALL SPECIFICALLY ADDRESS THE ISSUE YOU WISH TO RAISE. A FAILURE TO RAISE SUCH ISSUE WITHIN THE TIME SHALL YOUR UNQUALIFIED OF THE COMPLETENESS OF
THIS REPORT, THE TESTS CONDUCTED AND THE CORRECTNESS OF THE REPORT CONTENTS
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